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Sample Description : Elius Jar W/Lid, Clear, Recycled Glass (L12xH19xW12cm) 

Buyer Name : Bloomingville Denmark 

SKU# : 82068543 

Applicable SKU : 82068544 

S. NO : BVD-203364 

REF # : 69921-01 

End Use : FOODWARE-GLASS 

Buying Agent : Speciality Merchandising Services 

Sample Received Date : 16 Jan 2025 

Testing Period                     : 22 Jan 2025 to 24 Jan 2025 

Date of Issue : 24 Jan 2025 
 

S. No. Test Conducted Result Comments 

1 
Leachable Lead and Cadmium (Norwegian Regulation 1993-12-
21 No. 1381 for Materials and Articles in Contact with 
Foodstuffs) 

P - 

  P=Pass, F=Fail, NA: Not Applicable   
 

Revision Remark: Test Report no. CPSGGHD2501435 Dated 24 Jan 2025 has been revised to Update Leachable Lead & 
Cadmium Test and Image. 
 

 

For and on behalf of  

Cotecna Inspection India Pvt Ltd 

 
 

Dr. Shobhit Shrivastav  

Lab Manager 

Authorized Signatory-Chemical 

 
Remark:  
1. "Statement of conformity is based on simple acceptance criteria without taking measurement uncertainty into account unless otherwise 
requested in writing." 
2. Test results are drawn according to the kind and extent of the tests performed. 
3. Without permission of the tests Centre, this report is not permitted to be duplicated in extracts.  
4. This report does not entitle us to carry any safety mark on this or similar products.  
5. This test report represents the test parameters as requested by the customer based on submitted sample only. 

  
 
 
 
 
 
 
 
 
 

 
 
 
 
 
 
 

OVERALL STATUS 
PASS X 
FAIL 

 

DATA  

Applicant     : Bloomingville A/S  

Contact Person    : Trine 

Address       : LENE HAUS VEJ-305, IKAST, 7430 DENMARK 

Sample not drawn by Cotecna Inspection India Pvt Ltd 
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TEST RESULTS 

01- Leachable Lead and Cadmium 
              The migratory behaviour is examined with reference to Norwegian Regulation 1993-12-21 No. 1381 for Materials and  
 Articles in Contact with Foodstuffs. The concentration of the elements is examined by means of ICP-MS.              
 Test Condition: 22±2°C For 24 Hour 
 Food simulant: 4% Acetic acid 
 Leaching Volume: 1000 ml 
 Category: All Items that can be Filled 

TESTED SAMPLE 
TESTED 

SPECIMEN 
VOLUME OF LEACHING 

SOLUTION (mL) 

RESULT   

LEAD 
(mg/L) 

CADMIUM 
(mg/L) 

Elius Jar W/Lid, Clear, 
Recycled Glass 

(L12xH19xW12cm) 

1 1000 <0.01 <0.005 

2 1000 <0.01 <0.005 

3 1000 <0.01 <0.005 

4 1000 <0.01 <0.005 

Average - <0.01 <0.005 

LIMITS (should not exceed): 0.1 0.01 

   Reporting Limit: Pb=0.01 mg/L, Cd= 0.005 mg/L, Ba= 0.1 mg/L 
 
 

End of the Test Report 
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