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JONES STEPHENS MATERIAL/CHEMICAL CERTIFICATION

Company: JSC Inspection Date: 2020/08/05 Inspector: W.F.F.
Part No: Description:
N15/N16/N17/N18 3/8”, 1/2”, 3/4” & 1" CHROME PLATED BRASS NIPPLES
Series
Material Standard: Brass (GB/T 5231-2012, H62)
Standard Percentage Standard | Percentage
Element Resutt | Element Result
(%) (%) (%) (%)
1 Cu 60.5~63.5 | 61.4664 Acc. 5 | Other <0.50 0.0174 Acc.
2 Fe <0.15. 0.0129 Acc. | 6
3 Pb <0.08. 0.0038 Acc. 4
4 Zn Remainder | 38.491 Acc. 8
Materal Test Report
5 ides Cus20 15072020 0531:550M
@il brass S G
FiMsbrelEft: Hoe3-62.10
PR 24 B0 FREl. He2
ey 7 R Ph l._ sn ‘ P ] o ‘|| Te 4 M '~’ SR
f'____ ; i Py T STy BT I vy I| o i‘ g { e i )
R ;! 38491 T‘mms l [T Ig (IR ”Lll" nom3s G 00129 T ooms | osomu
:-: “mT_—\{g —— ~§— e J-MTQ 'l As '.) Sh 3’ Cd B A“‘. Cz—:
e R e R PR N g
T ‘ﬁmu””—j___"—@__tf‘_. R e i sl
:11 __::;_,_._,.__T— Tereny 70 R sell O \
L ) s
L ".'\f .:_‘..,.~_!' ::—Es K20 rﬁim“_};&ﬂi ' _E‘-:m“.)ss '1‘ GL%M “;

N

JONESSTEPHENSN
——WeGot It-

3249 Moody Parkway | Moody, AL 35004 | 800.355.6637 | Fax 800.462.6991| www.jonesstephens.com




