N SPECIFICATIONS

VRV SM-RIB ROOFING PANELS  :9s7656

INDUSTRIES

29 Gauge Galvalume Steel - 10 ft. lengths - Polyester Paint over Primer

36in. Coverage

Forest
Green

b T | Code Approvals' Testing Data & Specifications
UL Fire Resistant Directory #R20735 Accelerated testing 2000 hours - ASTM G23
state of Florida Building #FL-11175 Salt Spray testing 1000 hours - ASTM B117
Esgiaved 1. Code Approval numbers may have changed since publication. For the most recent code approval Fire TeSting - ASTM E108 or UL 790
numbers, contact our Techincal Department o refer to the appropriate code agency. Wind Driven Rain - TAS 100




